
Ⅰ. 내화학성 평가 기준

PK 내화학성

PK는 아래와 같은 화학 구조로 인해 내 화학성이 우수합니다.
이는 C-C 결합이 습기 및 화학적 공격에 의해 끊어지지 않기 때문입니다.

 PK 구조

내 화학성 평가는 아래 기준에 따라 작성되었습니다.
예를 들어, 중량 변화가 Excellent이고 인장 강도 유지가 Excellent면 Excellent 얻을 수
있습니다. 단, 중량 변화나 인장 강도 유지율 중 어느 쪽이든 낮은 쪽으로 선정됩니다.

Ⅱ. PK 내화학성(효성화학社 평가결과)

평가 기준

중량 변화 인장강도유지율 변화율 표시

0~1% 0~5% Excellent

1~3% 5~10% Good

3~5% 10~20% Not bad

5% 이상 20% 이상 Not recommended

No. 화학물질명
조건 결과

농도(%) 온도(℃) 시간(day) 표시

1 Antifreeze
100 23 25 Excellent

100 80 25 Excellent

2 Ammonium Chloride
50 ppm 23 28 Good

50 ppm 40 28 Good

3 Calcium Chloride 5 80 25 Good

4 Cement mortar 100 23 28 Excellent

5 Chloramines 1.63 70 28 Excellent

6 Ethanol 40 23 56 Good

7 Gasoline (15% MeOH)
100 23 40 Good

100 65 40 Good

8 Hydrochloric Acid

1 80 25 Good

5 80 25 Good

10 80 25 Good

9 Hypochlorous acid
50 ppm 23 28 Good

50 ppm 40 28 Good



Ⅱ. PK 내화학성(효성화학社 평가결과)

Chemical resistance of PK

Ⅲ. PK 내화학성(Shell社 평가결과)

No. 화학물질명
조건 결과

농도(%) 온도(℃) 시간(day) 표시

10 Isododecane 100 55 56 Excellent

11 Magnesium chloride 10 23 25 Not bad

12 Polydimethylsiloxane 100 55 56 Excellent

13 Potassium Hydroxide 47 23 63 Excellent

14 Seawater 100 80 25 Good

15 Sodium Chloride 10 23 25 Good

16 Sodium Hydroxide 1 80 25 Good

17 Vaseline 100 55 56 Excellent

18 Water

100 23 28 Good 

100 55 56 Good

100 95 28 Excellent

19 Zinc Chloride 50 80 25 Good

No. 화학물질명
조건 결과

농도(%) 온도(℃) 시간(day) 표시

1 Acetic Acid

5 23 100 Good

5 23 365 Good

5 23 730 Good

5 23 1095 Good

5 80 25 Good

5 80 100 Good

5 80 300 Good

2 Acetone

100 23 100 Not bad

100 23 365 Not bad

100 23 730 Not recommended

100 50 100 Not bad

100 50 300 Not bad

3 Ammonium Hydroxide

10 23 100 Excellent

10 23 365 Not bad

10 80 25 Not bad

4 Ammonium Sulfate

20 23 100 Good

20 23 365 Good

20 23 730 Good



Chemical resistance of PK

Ⅲ. PK 내화학성(Shell社 평가결과)

No. 화학물질명
조건 결과

농도(%) 온도(℃) 시간(day) 표시

5 Aniline
100 23 100 Not recommended

100 23 365 Not recommended

6 Anisole

100 23 100 Not bad

100 23 365 Not recommended

100 23 730 Not recommended

7 Antifreeze

100 23 100 Excellent

100 23 365 Excellent

100 23 730 Excellent

100 45 100 Excellent

100 45 300 Good

100 80 25 Not bad

50 23 763 Excellent

50 45 100 Excellent

50 45 360 Good

8 Barium Hydroxide

10 23 100 Good

10 23 365 Good

10 23 730 Good

9 Beer
100 23 100 Good

100 23 365 Good

10 Benzaldehyde

100 23 100 Good

100 23 365 Not recommended

100 23 730 Not recommended

11 Brake Fluid

100 23 763 Excellent

100 45 100 Good

100 45 360 Good

12 n-Butanol

100 23 100 Good

100 23 365 Good

100 23 730 Good

13 Butylacetate
100 23 365 Excellent

100 80 365 Good

14 Calcium Chloride

5 23 100 Good

5 23 365 Good

5 23 730 Good

5 80 100 Not bad

10 23 25 Good

30 23 320 Good

15 Calcium Hydroxide
2 23 100 Good

2 23 365 Good

16 Carbon Tetrachloride
100 23 100 Excellent

100 23 365 Excellent

17 Chassis Lube

100 23 763 Excellent

100 45 100 Good

100 45 360 Good



Chemical resistance of PK

Ⅲ. PK 내화학성(Shell社 평가결과)

No. 화학물질명
조건 결과

농도(%) 온도(℃) 시간(day) 표시

18 Chloroform

100 23 100 Not recommended

100 23 365 Not recommended

100 23 730 Not recommended

100 80 25 Not recommended

100 80 100 Not recommended

19 Cupric Chloride

20 23 100 Good

20 23 365 Good

20 23 730 Good

20 Detergent, Tide
5 23 100 Good

5 23 365 Good

21 Dichlorobenzene 1,2
100 23 100 Good

100 23 365 Good

22 Dimethyl Formamide

100 23 100 Not recommended

100 23 365 Not recommended

100 23 730 Not recommended

100 80 100 Not recommended

100 80 300 Not recommended

23 Dishwash, cascade

5 23 100 Good

5 23 365 Good

5 23 730 Good

24 Dimethyl Sulfoxide

100 23 100 Not bad

100 23 365 Not recommended

100 23 730 Not recommended

100 80 25 Not recommended

25 Ethanol

100 23 100 Excellent

100 23 365 Good

100 23 730 Good

100 80 25 Not bad

100 80 100 Not bad

26 Ethyl Acetate

100 23 100 Excellent

100 23 365 Good

100 23 730 Not bad

100 80 25 Not bad

100 80 100 Not bad

27 Ethylene Glycol

100 23 763 Excellent

100 80 25 Not bad

100 80 100 Not bad

28 Ferrous Sulfate

20 23 100 Good

20 23 365 Good

20 23 730 Good

29 Formic Acid

10 23 100 Not bad

10 23 365 Not bad

10 23 730 Not bad



Chemical resistance of PK

Ⅲ. PK 내화학성(Shell社 평가결과)

No. 화학물질명
조건 결과

농도(%) 온도(℃) 시간(day) 표시

30 Gasoline

100 23 100 Excellent

100 23 365 Excellent

100 23 730 Excellent

100 45 100 Excellent

100 45 360 Excellent

100 80 25 Good

100 80 100 Good

100 95 40 Good

31 Gasoline (10% EtOH)

100 23 763 Good

100 45 100 Good

100 45 300 Good

32 Gasoline (15% MeOH) 100 95 40 Not bad

33 Gasoline (15% MTBE) 100 95 40 Good

34 Heptane

100 23 100 Excellent

100 23 300 Excellent

100 80 100 Not bad

100 80 300 Not bad

35 Hexane

100 23 100 Excellent

100 23 365 Excellent

100 23 730 Excellent

36 Hydrochloric Acid

1 23 100 Good

1 23 365 Good

1 80 100 Good

10 23 100 Good

10 23 365 Not recommended

10 80 100 Not recommended

37 23 100 Not recommended

37 23 365 Not recommended

37 Hydrogen Peroxide

3 23 100 Good

3 23 365 Good

3 80 25 Good

3 80 100 Not bad

35 23 365 Not bad

38 Isopropyl Alcohol

100 23 100 Excellent

100 23 365 Excellent

100 23 730 Excellent

39 Ketchup 100 23 365 Good

40 Lactic Acid

20 23 100 Good

20 23 365 Not bad

20 23 730 Not bad

41 Liquor, Tequita
100 23 100 Not bad

100 23 365 Not bad



Chemical resistance of PK

Ⅲ. PK 내화학성(Shell社 평가결과)

No. 화학물질명
조건 결과

농도(%) 온도(℃) 시간(day) 표시

42 Methanol

100 23 100 Not bad

100 23 365 Not bad

100 23 730 Not bad

100 23 1095 Not bad

100 80 25 Not bad

43 Methyl Ethyl Ketone

100 23 100 Good

100 23 365 Not bad

100 23 730 Not bad

100 23 1095 Not bad

100 80 25 Not bad

100 80 100 Not bad

44 Methylene Chloride

100 23 100 Not recommended

100 23 365 Not recommended

100 80 25 Not recommended

100 80 100 Not recommended

45 N-Methyl Pyrrolidone

100 23 100 Good

100 23 365 Not recommended

100 23 730 Not recommended

46 Motor Oil

100 23 763 Excellent

100 45 100 Good

100 45 300 Not bad

47 MTBE

100 23 100 Excellent

100 23 365 Excellent

100 23 730 Excellent

48 Mustard 100 23 365 Good

49 Nitric Acid

1 23 100 Good

1 60 100 Good

5 23 100 Good

5 60 100 Not recommended

10 23 100 Not recommended

50 Phosphoric Acid

1 23 100 Good

1 60 100 Good

5 23 100 Good

5 60 100 Good

10 23 100 Good

10 60 100 Good

20 23 100 Good

20 60 100 Good

51 Potassium Hydroxide

45 23 100 Good

45 23 365 Good

45 23 730 Good

52 Propylene Carbonate
100 23 100 Good

100 23 365 Not bad



Chemical resistance of PK

Ⅲ. PK 내화학성(Shell社 평가결과)

No. 화학물질명
조건 결과

농도(%) 온도(℃) 시간(day) 표시

53 Propylene Glycol
100 80 25 Not bad

100 80 100 Not bad

54 Seawater

100 23 100 Good

100 23 365 Good

100 23 730 Good

100 80 100 Not bad

55 Skydrol 500
100 45 100 Good

100 45 300 Not bad

56 Sodium Bisulfite
20 23 100 Not bad

20 23 365 Not recommended

57 Sodium Hydroxide

1 80 100 Not bad

10 23 100 Excellent

10 23 365 Excellent

10 80 25 Not recommended

10 80 100 Not recommended

10 23 730 Excellent

50 23 100 Good

50 23 365 Good

50 23 730 Good

58 Sodium Hypochlorite
5 23 100 Not recommended

5 23 365 Not recommended

59 Sulfuric Acid

5 23 365 Good

30 23 100 Excellent

30 23 365 Good

30 23 730 Not bad

30 80 25 Good

30 80 100 Not bad

60 Tetrachloroethylene
100 23 100 Excellent

100 23 300 Excellent

61 Toluene

100 23 100 Good

100 23 365 Good

100 23 730 Good

100 80 100 Not bad

100 80 300 Not bad

62 Transmission Fluid

100 23 763 Excellent

100 45 100 Good

100 45 360 Good

63 Trichloroethane, 1,1,1

100 23 100 Excellent

100 23 300 Excellent

100 80 100 Not bad

100 80 300 Not bad



Chemical resistance of PK

Ⅲ. PK 내화학성(Shell社 평가결과)

No. 화학물질명
조건 결과

농도(%) 온도(℃) 시간(day) 표시

64 Trichloroethylene

100 23 100 Not bad

100 23 365 Not recommended

100 23 730 Not recommended

100 80 25 Not recommended

100 80 100 Not recommended

65 Water

100 23 100 Good

100 23 365 Good

100 23 730 Good

100 80 25 Good

100 80 100 Not bad

66 Wine, Red 100 23 365 Good

67 Zinc Chloride

10 23 365 Good

50 23 100 Not recommended

50 23 365 Not recommended

50 80 100 Not recommended


